
DIAMOND PRO® 
PROFESSIONAL GROUNDSKEEPING PRODUCTS 

Mound / Home Plate Clay 

Test (ASTM D-4318) 
Description Liquid Limit Plastic Limit Plasticity Index 
Reddish Brown 30-33 15-18 17-20

Sample Sand Silt Clay 
Reddish Brown 30-33 15-18 17-20

Test (ASTM D-422) 


